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2 Preliminary Inspection Report 
The incoming inspection of Lufthansa Technik AG (LHT) revealed the following shop findings. 

 Findings and corrective actions 2.1

 
POS. 
NO. FINDING CORRECTIVE ACTION REFERENCE 

1.1  LH lip skin segment 

 Corrosion Corrosion treatment 
performed 

SRM 54-10-00  

 Loose/missing fastener Replacement of fastener CMM 71-11-19 

1.3  RH lip skin segment 

 Corrosion Corrosion treatment 
performed 

SRM 54-10-00 

1.5  Lwr lip skin segment 
 Scratch Lip skin segment replaced CMM 71-11-19 rep 20 

 Corrosion Lip skin segment replaced CMM 71-11-19 

 Loose/missing fastener Replacement of fastener CMM 71-11-19 

2.8  Panel assy outer barrel lwr weldment - scoop assy doubler 

 Cracked Doubler replaced CMM 71-11-19 

2.15  Panel assy outer barrel lwr weldment assy doubler 

 Cracked Doubler replaced CMM 71-11-19 

3.5  Panel assy inner barrel, acoustic lower flowpath skin 
 Disbonding Panel replaced CMM 71-11-19 rep 17 

 Corrosion Panel replaced CMM 71-11-19 rep 17 

3.6  Panel assy inner barrel, acoustic lower back skin 
 Disbonding Panel replaced CMM 71-11-19 rep 17 

 Corrosion Panel replaced CMM 71-11-19 rep 17 

4.1  Anti ice door assy access 
 Worn countersinks Replacement of door assy CMM 71-11-19 

 Loose/missing fastener Replacement of fastener CMM 71-11-19 

4.3  Anti ice door assy access; hinges 

 Worn   Replacement of hinge CMM 71-11-19 
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4.4  Anti ice door assy access; latch assy 

 Worn Replacement of latch CMM 71-11-19 

4.5  Anti ice door assy access; lug and base 
 Worn lug Replacement of lug CMM 71-11-19 

 Worn base Replacement of base CMM 71-11-19 

4.6  Anti ice door assy access; boot assy  

 Boot is eroded Replacement of boot CMM 71-11-19 

5.1  Tube assy anti ice 

 SB RA32071-126 has to be 
performed 

Damaged tubes replaced 
SB RA32071-126 
performed 

SB RA32071-126 

5.2  Tube assy anti ice; seal packing and seal face 

 Worn seal packing  Replacement of seal 
packing 

CMM 71-11-19 

 Worn seal face Replacement of seal face CMM 71-11-19 

5.3  Tube assy anti ice; coupling assy - coupling nut (old version) 
 Coupling nut corroded Coupling nut replaced CMM 71-11-19 

6.1 Bulkhead assy fwd 

 Loose/missing fastener Replacement of fastener CMM 71-11-19 

7.4  Aft bulkhead assy; wear strips  

 Scratch Replacement of wear 
strips 

CMM 71-11-19         

 Damaged wear strips Replacement of wear 
strips 

CMM 71-11-19              

 Loose/missing fastener Replacement of fastener CMM 71-11-19 

7.5  Aft bulkhead assy; conductive strips 
 Wear Conductive strip replaced CMM 71-11-19 

7.6  Aft bulkhead assy; locator groove 
 Wear Locator groove replaced CMM 71-11-19 

10.  Aerodynamic sealant 
 Loose or damaged sealant Replacement of sealant CMM 71-11-19 rep 01 

 Eri Insp. And Rep. 
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13.  Interphone Connector 

  Interphone jack damaged  Defective Jacks replaced ESPM 20-53-00 

  Ground jack damaged  Defect parts replaced ESPM 20-53-00 

  Terminals damaged/loose  Loose parts fixed ESPM 20-53-00 

  Water in jack/Corrosion  Defective Jacks replaced ESPM 20-53-00 

  Seals damaged  Seals replaced ESPM 20-53-00 

  Shell / Pertinax plate damaged  Shell / Pertinax plate 
replaced 

ESPM 20-53-00 

14.  Headset Jack 
  discontinuity at wiring  Defective wires replaced. ESPM 20-53-00 

  chafing marks on wire  Chafing repaired acc. Ref. ESPM 20-53-00 

 

 Picture 2.2
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