


2 Preliminary Inspection Report

The incoming inspection of Lufthansa Technik AG (LHT) revealed the following shop findings.

2.1 Findings and corrective actions

zgs FINDING CORRECTIVE ACTION REFERENCE
1.1 LH lip skin segment
Scratch Lip skin repaired SRM 54-10-00
Rep 021
Corrosion Corrosion treatment SRM 54-10-00
performed
Loose/missing fastener Replacement of fastener CMM 71-11-19
1.3 RH lip skin segment
Scratch Lip skin repaired SRM 54-10-00
Corrosion Corrosion treatment SRM 54-10-00

performed

1.4 RH lip skin splices

Lipskin replaced

Replacement of lip skin
splices

CMM 71-11-19 rep 20

1.5 Lwr lip skin segment

Worn countersunks

Lip skin segment replaced

CMM 71-11-19 rep 20

Existing repair

Lip skin segment replaced

CMM 71-11-19 rep 20

Loose/missing fastener

Lip skin segment replaced

CMM 71-11-19 rep 20

1.6 Lwr lip skin splices

Lipskin replaced

Replacement of lip skin
splices

CMM 71-11-19 rep 20

2.1 Panel assy outer barrel upr

Loose/missing fastener Replacement of fastener CMM 71-11-19
2.3 Panel assy outer barrel upr

Perform SB A320-116 SB performed SB A320-116
2.5 Panel assy outer barrel upr scoop assy

Cracked Scoop Assy replaced CMM 71-11-19

Loose/missing fastener Replacement of fastener CMM 71-11-19
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2.6 Panel assy outer barrel upr scoop assy doubler

Cracked Doubler replaced CMM 71-11-19
2.10 Panel assy outer barrel lwr

Loose/missing fastener Replacement of fastener CMM 71-11-19
2.12 Panel assy outer barrel lwr

Perform SB A320-116 SB performed SB A320-116

3.1 Panel assy inner barrel, acoustic lh

flowpath skin

Disbonding flowpath and 6 ea

existing repairs

Panel replaced

CMM 71-11-19 rep 19

Corrosion

Panel replaced

CMM 71-11-19rep 19

3.2 Panel assy inner barrel, acoustic |h

back skin

Corrosion of back skin

Panel replaced

CMM 71-11-19 rep 19

3.4 Panel assy inner barrel, acoustic rh back skin

Corrosion of back skin

Panel repaired

SRM 54-01-01

3.5 Panel assy inner barrel, acoustic lo

wer flowpath skin

Disbonding

Panel replaced

CMM 71-11-19 rep 17

3.6 Panel assy inner barrel, acoustic lo

wer back skin

Corrosion of back skin

Panel replaced

CMM 71-11-19 rep 17

4.2 Anti ice door assy access; lanyard

Wear Replacement of lanyard CMM 71-11-19
4.5 Antiice door assy access; lug and base

Worn lug Replacement of lug CMM 71-11-19
Worn base Replacement of base CMM 71-11-19

5.1 Tube assy anti ice

SB RA32071-126 has to be
performed

Damaged tubes replaced
SB RA32071-126
performed

SB RA32071-126

5.2 Tube assy anti ice; seal pa

cking and seal face

Worn seal packing Replacement of seal CMM 71-11-19
packing
Worn seal face Replacement of seal face CMM 71-11-19
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7.4 Aft bulkhead assy; wear strips

Nicks Replacement of wear CMM 71-11-19
strips
Damaged wear strips Replacement of wear CMM 71-11-19
strips
Loose/missing fastener Replacement of fastener CMM 71-11-19
7.5 Aft bulkhead assy; conductive strips
Wear Conductive strip replaced CMM 71-11-19
7.6 Aft bulkhead assy; locator groove
Wear Locator groove replaced CMM 71-11-19

10. Aerodynamic sealant

Loose or damaged sealant

Replacement of sealant

CMM 71-11-19 Rep
001

2.2 Picture
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